Chapter 1 — Introduction Rheology

Flow Behaviour and Rotational Rheometers

1 Introduction

The term “viscosity” has a special connotation in the coatings industry.
Many application properties such as ease of processing, sagging and
levelling are influenced by “viscosity”, in other words the coating’s
flow behaviour. This means that consistently high product quality can
only be guaranteed by an exact knowledge of the coating’s rheological
behaviour, i. e. its flow characteristics. The unequivocal rheological
characterization of the materials used requires flow curves to be pro-
duced with rotational rheometers.



2 Rotational rheometers

The various rotational rheometers on the market are based on two dif-
ferent measuring principles (rate-controlled or stress-controlled).

In the case of rate-controlled rotational rheometers (CR) the material is
subjected to shear in a gap and the resulting shear stress is measured.
This is done e. g. by using coaxial measuring systems by rotation of the
outer cylinder of a Couette system (or inner cylinder of a Searle sys-
tem). The shear rate for any rotational speed can be calculated from a
knoweledge of the test equipment geometry. Fig. 1 shows a coaxial
cylinder measuring system consisting of outer (left) and inner cylinder
(right). In a so-called cone-plate measuring system (fig. 2), the shearing
occurs in the gap that is formed between a plate and the cone.

Fig. 1: Coaxial cylinder measuring system, left outer cylinder, right
inner cylinder



Fig. 2: Cone-plate measuring system, cone angle 1°

3 Flow behaviour

These measuring geometries for rotational rheometers are described in
various DIN standards (e. g. DIN 53019, DIN Paperback 398 Rheol-
ogy). The recording of a flow curve (shear stress vs. shear rate) finally
allows to describe the investigated material with regard to its flow be-
haviour. Shear stress t and shear rate ¥ are linked via the relationship

T=N Yy

n is the (dynamic) viscosity in this respect, and, for non-Newtonian
fluids, also ‘apparent’ viscosity.
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Fig. 3: Newtonian flow behaviour

Rotational rheometers must always be used for the rheological charac-
terization of a substance, if it is not certain whether a purely Newtonian
flow behaviour is present. A Newtonian flow behaviour is characterized
by a constant viscosity independent of the shear (shear rate). Fig. 3
(acc. [3]) shows a typical flow and viscosity curve of a Newtonian min-
eral oil up to a shear rate of 300 s™ (blue flow curve, green viscosity
curve).

If Newtonian flow behaviour is present, the viscosity can also be de-
termined with the aid of flow cups (e. g. according to DIN EN ISO
2431). In contrast, purely Newtonian behaviour cannot be observed
practically in modern, in particular waterborne coating systems. Rather,
flow anomalies such as shear thinning (pseudo-plasticity), thixotropy or
even viscoelastic behaviour occur.
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Fig. 4: Pseudo-plastic flow behaviour

If a material has a pseudo-plastic flow behaviour, the viscosity de-
creases with increasing shear (shear rate), in English usage it is referred
to as ‘shear thinning’. Fig. 4 (acc. [3]) shows flow and viscosity curves
of a pseudo-plastic coating up to a shear rate of 1000 s™.

In the phenomenon of thixotropy, a temporal dependence of the viscos-
ity is also observed (see next chapter). In contrast, the case of increas-
ing viscosity with increasing shear (dilatant flow behaviour or
rheopexy) is extremely rare for coating systems. Thixotropy and the
meaning of yield points will be discussed in the next chapter.

In the case of stress-controlled rotational rheometers (CS) it is not the
shear rate that is specified as in CR instruments, but the shear stress.
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Here one determines deformation (rotation) and thus the shear rate.
Extremely small shear rates can be realized with stress-controlled in-
struments, so that these instruments are especially useful for accurately
determining small yield points (< 1 Pa). For a dynamic experiment
(oscillation, see next chapter) typical deformations vary between < 1 %
and a few 10 %; the oscillation frequency range normally varies be-
tween about 0.001 Hz and a few 10 Hz. Often used is the oscillation
test with a fix frequency of 1 Hz.

An extensive general representation of rheology and rheometry can be
found, for example, in [5]. It exists a detailed collection of DIN stan-
dards [2] on the usual methods of viscosity measurement.
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Chapter 2 — Rheological Measurements

Rheological Characterization of Coatings
Yield Point, Thixotropy and Oscillation

1 Introduction

Many applicational and technological properties are influenced by the
flow behaviour of the coating. High product quality can only be guaran-
teed through an exact knowledge of the rheological behaviour of the
coating and the used raw materials, respectively. In view of the increas-
ing use of waterborne systems flow anomalies as thixotropy, yield
points or also viscoelastic behaviour can be observed more often. Such
behaviour is not normally observed in conventional, solvent-borne coat-
ings. If, however, so-called SCA agents (Sagging Control Agents) are
added to directly control rheological properties, phenomena like thixo-
tropy, yield points or viscoelasticity can appear as well [1-3].
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Yield point and thixotropy influence important materials properties as
storage stability, pumping behaviour or levelling and flowing. Against
this background the Working Group “Rheology” of the Standards
Committee coatings and coating materials (NAB) within the DIN
(German Institute of Standardization e. V.) has followed up intensively
on the measuring characterization of yield points and thixotropy in the
last years. Two technical reports on these items have been prepared [3,
8].

The measuring possibilities of characterizing the rheological properties
with rotational rheometers concerning yield point and thixotropy will
be presented in this chapter.

2 Definition and importance of yield point and thixotropy

The yield point is defined as the lowest shear stress above which the
behaviour of a material, in rheological respect, is like that of a liquid,;
below the yield point its behaviour is like that of an elastic or viscoelas-
tic body.

Thixotropy describes a flow behaviour, where the rheological parame-
ters (viscosity) decrease due to a mechanical constant load to a timely
constant limiting value and after reducing the load, the initial state is
completely reached depending on time. In practice, only a limited time
frame is considered in which the initial state is not always reached.

With yield point and thixotropy important material properties can be
characterized, e. g.

- Effectiveness of rheological additives
- Storage stability (e.g. against sedimentation, separation, flocculation)
- Behaviour when starting to pump
- Wet film thickness
- Levelling and flowing behaviour
(e. 9. without brushmarks and sag formation)
- Orientation of effect pigments
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